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Test Results :
: FIRE RETARDANT COATING KF-600 MKPL MAKE FOR ELECTRICAL
CABLE :
1. Method : Flame Propagation IEC 332-3 category 'A'
2. Description fo Sample : 1) Coaled 4 nos. Fia.50mm & Length 3.5 meler
each.
2) Coating thickness :DF T- 1.8mm fo 2.0 mm
3. Duration : 40 Minutes & 1050 Deg.cent ++ 20 Deg.cent.
4. Observation : Charred or affected average length was 1.1 meter.
5. Standard 1 1EC 332-3 charred or affected length2.5 meter max.
6. Result : Test found Satisfactory.
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CHEMICAL TESTINGiOF { All F}fmuo Non-Fm Mlhb Fom-Moya Ores, .Cokt Tqung Organlc & inorganic

P Chemicals , Catalyst Test, Composite & Indigenisation of & st, WWMW
: et Mclo Test, Ultrasonic Flaw Detection and Thickness
" Physical (Tenslle / Impact / Hardness, Micro / Macro Etc.) Sleve Analysls for various Materials etc.
Any type or'rmm Party inspaction, Corrosion tests Residual Life Assesment efc.
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